
RGD720 VeroClear RGD810 

Digital ABS, Green (RGD5160-DM, RGD5161-DM) made of RGD515 &  RGD535
Digital ABS, Ivory (RGD5130-DM, RGD5131-DM) made of RGD515 & RGD531

High Temperature Material (RGD525)

ASTM Units Metric Units Imperial
Tensile strength D-638-03 MPa 55-60 psi 8000-8700
Elongation at break D-638-05 % 25-40 % 25-40
Modulus of elasticity D-638-04 MPa 2600-3000 psi 375J 0 Td
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ASTM Units Metric Units Imperial
Tensile strength D-412 MPa 3-5 psi 435-725
Elongation at break D-412 % 45-55 % 45-55
Compressive set D-395 % 0.5-1.5 % 0.5-1.5
Shore Hardness (A) D-2240 Scale A 73-77 Scale A 73-77
Tensile Tear resistance D-624 Kg/cm 8-12 Lb/in 50-60
Polymerized density ASTM D792 g/cm3 1.16-1.17

ASTM Units Metric UnitsImperial
Tensile strengthD-638-03MPa 50-65 psi7250-9450Elongation at breakD-638-05% 10-25 %10-25Modulus of elasticityD-638-04MPa 2000-3000 psi290,000-435,000Flexural StrengthD-790-03MPa 75-110 psi11000-16000Flexural ModulusD-790-04MPa 2200-3200 psi320,000-465,000HDT, oC @ 0.45MPaD-648-06 °C 45-50 °F113-122HDT, oC @ 1.82MPaD-648-07 °C 45-50 °F113-122Izod Notched ImpactD-256-06J/m 20-30 ft lb/inch0.375-016a2Water AbsorptionD-570-98 24hr% 1.1-1.5 %1.1-1.5TgDMA, E»°C 52-54 °F126-129Shore Hardness (D)Scale DScale D 83-86 Scale D83-86Rockwell HardnessScale MScale M 73-76 Scale M73-76Polymerized density ASTM D792g/cm3 1.17-1.18Ash content VeroGray, 

VeroWhitePlusUSP281% 0.23-0.26 %0.23-0.26Ash content VeroBlackPlusUSP281% 0.01-0.02 %0.01-0.02

ASTM Units Metric Units ImperialTensile strength D-638-03 MPa 50-60 psi 7250-8700Elongation at break D-638-05 % 15-25 % 15-25Modulus of elasticity D-638-04 MPa 2000-3000 psi 290,000-435,000Flexural Strength D-790-03 MPa 60-70 psi 8700-10200Flexural Modulus D-790-04 MPa 1900-2500 psi 265,000-365,000HDT, oC @ 0.45MPaD-648-06 °C 45-50 °F 113-122HDT, oC @ 1.82MPaD-648-07 °C 45-50 °F 113-122Izod Notched Impact D-256-06 J/m 20-30 ft lb/inch 0.375-0.562Water Absorption D-570-98 24hr % 1.5-2.2 % 1.5-2.2Tg DMA, E» °C 48-50 °F 118-122Shore Hardness (D) Scale D Scale D 83-86 Scale D 83-86Rockwell Hardness Scale M Scale M 73-76 Scale M 73-76Polymerized density ASTM D792 g/cm3 1.18-1119Ash content USP281 % 0.21-0.22 % 0.21-0.22

R i g i d  O p a q u e  M a t e r i a l s

P o l y p r o p y l e n e - l i k e  M a t e r i a l s R u b b e r - l i k e  M a t e r i a l s

V e r o G r a y  R G D 8 5 0 ,  V e r o B l a c k P l u s  R G D 8 7 5 ,  V e r o W h i t e P l u s  R G D 8 3 5 ,  V e r o Y e l l o w  R G D 8 3 6 ,  
V e r o C y a n  R G D 8 4 1  ,  V e r o M a g e n t a  R G D 8 5 1
D u r u s W h i t e  R G D 4 3 0

E n d u r  R G D 4 5 0

V e r o B l u e  R G D 8 4 0  T
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TangoBlack FLX973TangoGray FLX950


